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Abstract
Background: This study aimed to evaluate the effect of dental prophylaxis on the surface gloss and roughness 
of different indirect restorative materials for computer-aided design/computer-aided manufacturing (CAD/CAM): 
two types of CAD/CAM composite resin blocks (Shofu Block HC and Estelite Block) and two types of CAD/CAM 
ceramic blocks (IPS Empress CAD and Celtra DUO). 
Material and Methods: After polishing the CAD/CAM blocks and applying prophylaxis pastes, professional dental 
prophylaxis was performed using four different experimental protocols (n = 5 each): mechanical cleaning with 
Merssage Regular for 10 s four times (Group 1); four cycles of mechanical cleaning with Merssage Regular for 10 
s and Merssage Fine for 10 s (Group 2); four cycles of mechanical cleaning with Merssage Regular for 10 s and 
Merssage Fine for 30 s (Group 3); and mechanical cleaning with Merssage Fine for 10 s four times (Group 4). A 
glossmeter was used to measure surface gloss before and after mechanical cleaning, and a contact stylus profilome-
ter was used to measure surface roughness (Ra). 
Results: Polishing with prophylactic paste led to a significant reduction in surface gloss and increase in surface 
roughness among resin composite blocks, whereas the polishing-related change in surface gloss or roughness was 
smaller in Celtra DUO, a zirconia-reinforced lithium silicate block.
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Introduction
Due to recent notable advances in computer-aided de-
sign/computer-aided manufacturing (CAD/CAM) te-
chnology in dentistry, the application of CAD/CAM 
technology in coronal restoration is spreading rapidly 
in Japan (1). Along with the dissemination of the tech-
nology, it has become possible to obtain various types of 
ceramic blocks, such as lithium disilicate blocks, leuci-
te-reinforced blocks, and blocks containing zirconia or 
alumina, in addition to conventional leucite-based glass 
ceramic blocks (2). Furthermore, because of the appro-
val of CAD/CAM-fabricated resin composite indirect 
restorations in premolars for national health insurance 
coverage in 2014, CAD/CAM technology-based metal-
free dentistry is expected to advance quickly, replacing 
alloys containing gold, silver, and palladium, which have 
been used widely for molar restorations in Japan.
In addition, there has been growing interest in oral care 
due to the increasing preference for cleanliness among 
patients. Many patients now visit dental clinics every 3-6 
months for professional dental prophylaxis, also known 
as professional mechanical tooth cleaning (PMTC), by 
dental hygienists after the completion of treatment for 
caries or periodontal disease, crown prosthesis, or a se-
ries of other dental treatments. Professional dental pro-
phylaxis effectively removes biofilms, calculi, and even 
stains from the tooth surface, improving dental aesthe-
tics (3-5). The patient expects the enamel surface to be 
smooth and shiny, accompanied by an exhilarating sen-
sation in the mouth, due to the action of the prophylactic 
paste used in the prophylaxis procedure (6,7).
Because of advances in metal-free dentistry, we encoun-
ter an increasing number of treatment scenarios where 
we provide professional care for metal-free restorati-
ve materials, such as composite resins and ceramics, 
in addition to dental enamel and gold-silver-palladium 
alloys, both of which are treated in the conventional pro-
phylaxis. However, there are many uncertainties about 
how professional dental prophylaxis affects the surface 
texture of metal-free restorative materials.
In this study, to clarify the effect on CAD/CAM restora-
tive materials in routine dental practice, professional 
dental prophylaxis was performed on two types of CAD/
CAM composite blocks and two types of CAD/CAM ce-
ramic blocks to compare the prophylaxis-induced chan-
ges in surface roughness and gloss. The null hypotheses 
of this study were that (1) the pre-prophylaxis surface 
texture does not differ significantly among the four 
CAD/CAM restorative materials and (2) that professio-

Conclusions: Changes in surface gloss and roughness due to polishing with a prophylactic paste containing large par-
ticles were not improved by subsequent polishing with a prophylactic paste containing fine particles.
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nal dental prophylaxis has no significant effect on the 
surface texture of the restorative materials.
 
Materials and Methods
-Materials
Table 1 shows the restorative materials used in this stu-
dy: Shofu Block HC (Shofu, Kyoto, Japan), and Estelite 
Block (Tokuyama Dental, Kamisu, Japan), which are 
CAD/CAM composite blocks; IPS Empress CAD (Ivo-
clar Vivadent, Schaan, Liechtenstein), and Celtra DUO 
(DeguDent GmbH, Hanau-Wolfgang, Germany), which 
are CAD/CAM ceramic blocks. The prophylaxis pastes 
used in this study were Merssage Regular (Shofu, Kyo-
to, Japan) and Merssage Fine (Shofu, Kyoto, Japan).
-Sample preparation and experimental groups
Each CAD/CAM material was cut into 20 discs approxi-
mately 3 mm thick by using a low-speed diamond saw 
(Isomet, Buehler, Lake Bluff, IL, USA). Samples were 
ground using waterproof abrasive papers in the order 
grit #400, #800, and #1200 and were then polished 
using alumina suspensions (0.3 and 0.05 nm; Refine Tec, 
Yokohama, Japan). The samples were randomly divided 
into four groups (n = 5) for the following prophylaxis 
procedures.
- Group 1: Merssage Regular for 10 s, four times.
- Group 2: Four cycles of Merssage Regular for 10 s and 
Merssage Fine for 10 s.
- Group 3: Four cycles of Merssage Regular for 10 s and 
Merssage Fine for 30 s.
- Group 4: Merssage Fine for 10 s, four times.
-Professional dental prophylaxis
Each sample immobilized on a disposable petri dish was 
placed on a platform on kitchen scales and prophylaxis 
paste (0.5 mL) was applied to the center of the sam-
ple. Prophylaxis was performed by mounting Merssage 
Brush No. 2 (Shofu, Kyoto, Japan) on a 16:1 contra-
angle slow speed handpiece and operating the brush at 
2500 rpm and a load of 200 gf. After every prophylaxis 
procedure, the sample was washed with water and was 
air-dried.
-Surface gloss (Gs(60°)) measurement
Measurements were performed on three items before and 
after professional dental prophylaxis. Surface gloss was 
measured at a specular angle of 60° by using a precision 
glossmeter (GD-26, Murakami Color Research Labo-
ratory, Tokyo, Japan) with the light source and detec-
tor both set at 60° to the normal. Before measurement, 
the glossmeter was calibrated to a standard gloss board 
(Gs(60°) = 92.1%). Measurements were performed at 
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Product name 
(color, shape) 

Manufacturer Product component Lot No. 

CAD/CAM block 

Shofu Block 
HC
(A3-LT M)

Shofu (Kyoto, Japan) UDMA, TEGDMA, silica powder, fine particles of silicic 
acid, zirconium silicate, coloring agents, other. 

11601

Estelite Block 
(A3-LT/14) 

Tokuyama Dental 
(Kamisu, Japan) 

UDMA, TEGDMA, silica powder, silica-zirconia filler, 
pigments, other. 

23026

IPS Empress 
CAD
(LT A3/C14) 

Ivoclar Vivadent AG 
(Schaan, 

Liechtenstein) 

Silicon dioxide, aluminum oxide, potassium oxide, sodium 
oxide, calcium oxide, other. 

U56666

Celtra DUO 
(LT/A3/C14) 

DeguDent GmbH 
(Hanau-Wolfgang, 

Germany) 

Zirconia-reinforced lithium silicate 18022878 

Prophylactic paste 

Merssage 
Regular 

Shofu (Kyoto, Japan) Pumice, glycerin, CMC, paraben, sodium 
monofluorophosphate, other. 

416134

Merssage Fine Shofu (Kyoto, Japan) Silica, glycerin, CMC, paraben, sodium 
monofluorophosphate, other. 

316102

Table 1: Materials used in this study.

CMC, Carboxymethylcellulose; TEGDMA, triethylene glycol dimethacrylate; UDMA, Urethane dimethacrylate.

five sites near the center of each sample to calculate the 
mean Gs value.
-Surface roughness (Ra)
Surface roughness was measured using a surface profilo-
meter (Surfcom 130A, Tokyo Seimitsu, Tokyo, Japan), 
with a standard cutoff of 0.8 mm, a transverse length of 
0.8 mm, and a stylus speed of 0.6 mm/s. By changing 
angles, measurements were performed at five sites near 
the center to calculate mean surface roughness (Ra). 
-Change in sample weight
Sample weight was measured before and after pro-
phylaxis using a digital analytical balance (HR-202i, 
A&D Co., Tokyo, Japan), and the change in sample 
weight was calculated. 
-Statistical analysis
Statistical analysis was performed using IBM SPSS Sta-
tistics 18 for Windows (IBM, Armonk, NY, USA), with 
significance set at p<0.05. The pre-prophylaxis values of 
surface gloss and roughness among different restorative 
materials were compared by one-way analysis of varian-
ce, followed by Tukey’s honest significant difference 

 Shofu Block HC Estelite Block IPS Empress CAD Celtra DUO 

Gs (%) 61.4 (6.5) c 81.7 (3.3) b 80.6 (4.5) b 91.0 (5.1) a

Ra (µm) 0.138 (0.025) A 0.113 (0.013) B 0.112 (0.020) B 0.110 (0.020) B

Table 2: Baseline values of specular gloss at 60° (Gs) and surface roughness (Ra).

Mean (S.D.); n=20.
Values with same superscript letters indicate no significant difference (p>0.05).

(HSD) test. The data were used to calculate the mean 
and standard deviation (SD) for each group. In addition, 
a paired t-test was performed to analyze the differences 
in surface gloss and roughness and sample weights be-
fore and after PMTC.  

Results
-Comparison of baseline surface texture
Table 2 show the baseline values of surface gloss and 
roughness measured before prophylaxis. Compared with 
the other materials, Celtra DUO had a significantly hig-
her surface gloss (p<0.05), whereas Shofu block HC had 
a significantly lower surface gloss and higher surface 
roughness (p<0.05).
-Change in surface gloss
Table 3 shows the surface gloss values among the four 
groups measured before and after prophylaxis. After 
prophylaxis, Shofu block HC and Estelite Block showed 
a significant reduction in surface gloss in Groups 1-3 
(p<0.05) but not in Group 4 (p>0.05). In all four groups, 
IPS Empress CAD showed a significant reduction in sur-
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face gloss after mechanical cleaning (p<0.05), whereas 
no change in surface gloss was observed in Celtra DUO 
(p>0.05).
-Change in surface roughness
Table 4 shows the values of surface roughness among 
the four groups measured before and after prophylaxis. 
After mechanical cleaning, the Ra value of Shofu Block 
HC increased significantly in Groups 1–3 (p<0.05) but 
not in Group 4 (p=0.8625). The Ra value of Estelite 
Block increased significantly in Group 3 (p=0.0465) but 
tended to increase in Groups 1 and 2 (p>0.05) or did not 
change in Group 4 (p=0.1006). In all the groups except 
for Group 2, IPS Empress CAD showed no significant 
change in surface roughness (p>0.05). In addition, Cel-
tra DUO showed no significant change in surface rough-
ness in all four groups (p>0.05).
-Change in sample weight
Table 5 shows the sample weights measured before and 
after prophylaxis. After prophylaxis, significant change 
in weight could not be observed (p>0.05).

Discussion
Surface gloss and roughness of four CAD/CAM restora-
tive materials after mirror finish polishing were measu-

Table 3: Difference in surface gloss measured before and after prophylaxis (mean (S.D.), %, n=5).

Baseline (A) After prophylaxis (B) A-B p-value*

Shofu Block HC    

Group 1 56.1 (2.2) 27.2 (3.8) 29.0 (5.7) 0.0003 S 

Group 2 58.4 (4.8) 37.4 (4.6) 21.0 (5.5) 0.0009 S 

Group 3 63.1 (7.3) 37.3 (8.0) 25.8 (10.9) 0.0061 S 

Group 4 68.1 (4.0) 67.3 (4.3) 0.8 (2.3) 0.4982 NS 

Estelite Block 

Group 1 81.0 (2.7) 60.5 (5.6) 20.5 (6.9) 0.0026 S 

Group 2 83.4 (3.6) 63.6 (3.5) 19.8 (6.0) 0.0018 S 

Group 3 81.0 (4.9) 56.1 (2.0) 24.9 (5.1) 0.0004 S 

Group 4 81.5 (1.8) 79.4 (1.9) 2.1 (2.1) 0.0900 NS 

IPS Empress CAD    

Group 1 79.6 (5.7) 71.6 (7.6) 8.0 (2.5) 0.0021 S 

Group 2 77.2 (3.7) 69.7 (3.3) 7.5 (1.2) 0.0002 S 

Group 3 82.4 (3.5) 75.1 (6.0) 7.3 (2.7) 0.0036 S 

Group 4 83.4 (2.9) 80.5 (4.0) 3.0 (2.2) 0.0400 S 

Celtra DUO 

Group 1 93.3 (2.5) 92.5 (3.5) 0.8 (1.9) 0.3858 NS 

Group 2 92.0 (5.0) 89.9 (1.9) 2.1 (3.4) 0.2315 NS 

Group 3 87.8 (8.2) 89.3 (8.0) 1.5 (5.0) 0.5375 NS 

Group 4 91.0 (2.4) 89.0 (2.3) 1.9 (1.8) 0.0639 NS 

*: S, statistically significant (paired t-test, p<0.05); NS, not significant

red to acquire baseline values. The results showed that 
Shofu Block HC had a significantly lower surface gloss 
and higher surface roughness compared with the other 
three materials, rejecting our first null hypothesis. Our 
findings were comparable to the findings of previous 
studies investigating the effect of brush wear (8,9). 
Both Shofu Block HC and Estelite Block use uretha-
ne dimethacrylate (UDMA) and triethylene glycol di-
methacrylate (TEGDMA) as matrix resins and overall 
contain similar components. However, the content of 
inorganic fillers is approximately 60% in Shofu Block 
HC and 75% in Estelite Block. In addition, Shofu Block 
HC contains a large filler and is regarded as a hybrid 
composite, whereas the filler in Estelite Block is 150-nm 
supra-nanoparticles. We previously showed that surface 
gloss and roughness depend on the mean size and shape 
of the composite resin fillers (10). Our present results 
also revealed that the content, size, and shape of filler 
particles affect the post-polish surface gloss and rough-
ness of CAD/CAM composite blocks.
Despite there being no significant difference in surfa-
ce roughness, baseline surface gloss was significantly 
higher in Celtra DUO, which is a zirconia-reinforced li-
thium silicate, than in IPS Empress CAD, which is clas-
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  Baseline (A) After prophylaxis (B) B-A p-value*

Shofu Block HC    

Group 1 0.157 (0.021) 0.213 (0.015) 0.056 (0.025) 0.0080 S 

Group 2 0.146 (0.010) 0.205 (0.027) 0.059 (0.025) 0.0060 S 

Group 3 0.145 (0.013) 0.186 (0.018) 0.041 (0.015) 0.0040 S 

Group 4 0.103 (0.014) 0.104 (0.009) 0.001 (0.008) 0.8625 NS 

Estelite Block 

Group 1 0.120 (0.011) 0.137 (0.011) 0.017 (0.022) 0.1504 NS 

Group 2 0.117 (0.015) 0.120 (0.011) 0.003 (0.017) 0.6758 NS 

Group 3 0.118 (0.006) 0.168 (0.036) 0.050 (0.039) 0.0465 S 

Group 4 0.099 (0.006) 0.096 (0.006) 0.003 (0.004) 0.1006 NS 

IPS Empress CAD 

Group 1 0.109 (0.025) 0.128 (0.010) 0.019 (0.016) 0.0583 NS 

Group 2 0.130 (0.014) 0.137 (0.014) 0.006 (0.005) 0.0382 S 

Group 3 0.114 (0.017) 0.121 (0.021) 0.008 (0.014) 0.3019 NS 

Group 4 0.095 (0.006) 0.093 (0.004) -0.002 (0.008) 0.5180 NS 

Celtra DUO 

Group 1 0.126 (0.006) 0.115 (0.021) -0.011 (0.019) 0.2626 NS 

Group 2 0.121 (0.011) 0.108 (0.025) -0.013 (0.034) 0.4517 NS 

Group 3 0.096 (0.025) 0.106 (0.038) -0.010 (0.051) 0.6960 NS 

Group 4 0.095 (0.005) 0.095 (0.008) -0.000 (0.010) 0.9789 NS 

Table 4: Difference in surface roughness measured before and after prophylaxis (mean (S.D.), µm, n=5).

 *: S, statistically significant (paired t-test, p<0.05); NS, not significant.

sified as a leucite-based glass ceramic and is relatively 
fragile compared to lithium silicate ceramic (11,12). In a 
previous study, extracted molars were subjected to root 
canal formation, filling, and then coronal restoration was 
performed with different restorative materials. In break 
strength testing, the fracture strength was clearly lower 
in the molar repaired with IPS Empress CAD than that 
repaired with Celtra DUO, showing that material pro-
perties vary greatly even among ceramics (13).
Professional dental prophylaxis is performed to remo-
ve plaques deposited on the surface of teeth or in the 
subgingival area to treat or prevent dental caries and pe-
riodontal disease (14). As revealed by a long-term sur-
vey, professional dental prophylaxis is extremely effec-
tive in preventing attachment loss and dental caries (15). 
However, prophylaxis pastes increase the surface rough-
ness of the enamel, dentin, and restorative materials, and 
the outcome of PMTC may vary depending on the type 
of restorative materials and pastes (16,17). Therefore, in 
this study, we measured the surface gloss and roughness 

of restorative materials before and after four different 
prophylaxis procedures to clarify the effect of professio-
nal dental prophylaxis on surface texture.
The amount of the paste and the rotational speed and 
load of the toothbrush were determined prior to perfor-
ming prophylaxis. In general, prophylaxis procedure is 
performed at 1000–3000 rpm (17-20). In this study, a 
16:1 slow-speed contra-angle handpiece was connected 
to a dental micromotor that rotates at up to 40,000 rpm, 
and prophylaxis was performed at 2500 rpm. In addition, 
considering the effect of force used during prophylaxis 
procedure on surface gloss and roughness, the force was 
maintained at 200 gf by placing each sample on a kit-
chen scale and manually operating the handpiece.
In general, professional dental prophylaxis is performed 
every 3 months, that is, four times a year, and one side of 
tooth requires approximately 7–20 s to clean. Based on 
the information, we simulated how 1 year of prophylaxis 
affects the surface gloss and roughness of CAD/CAM 
blocks.
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 Baseline (A) After prophylaxis (B) Reduction in weight (A-B) p-value*

Shofu Block HC    

Group 1 0.8156 (0.0592) 0.8153 (0.0593) 0.0028 (0.0028) 0.0870 NS 

Group 2 0.7712 (0.0112) 0.7712 (0.0112) 0.0008 (0.0008) 0.0993 NS 

Group 3 0.7992 (0.0308) 0.7992 (0.0308) 0.0004 (0.0005) 0.1178 NS 

Group 4 0.8503 (0.0222) 0.8503 (0.0222) -0.0006 (0.0015) 0.4263 NS 

Estelite Block 

Group 1 0.8803 (0.0120) 0.8803 (0.0120) -0.0006 (0.0011) 0.3046 NS 

Group 2 0.9030 (0.0200) 0.9029 (0.0200) 0.0010 (0.0000) NA 

Group 3 0.9078 (0.0182) 0.9076 (0.0181) 0.0020 (0.0016) 0.0474 S 

Group 4 0.9732 (0.0439) 0.9731 (0.0438) 0.0008 (0.0016) 0.3375 NS 

IPS Empress CAD 

Group 1 1.1732 (0.0938) 1.1734 (0.0939) -0.0008 (0.0019) 0.0705 NS 

Group 2 1.1130 (0.0794) 1.1131 (0.0794) -0.0006 (0.0017) 0.4676 NS 

Group 3 1.1625 (0.1221) 1.1626 (0.1221) -0.0008 (0.0011) 0.1778 NS 

Group 4 1.2539 (0.0232) 1.2539 (0.0231) -0.0006 (0.0021) 0.5529 NS 

Celtra DUO 

Group 1 1.1605 (0.1292) 1.1606 (0.1292) -0.0004 (0.0005) 0.1778 NS 

Group 2 1.2208 (0.0280) 1.2208 (0.0281) -0.0004 (0.0017) 0.6213 NS 

Group 3 1.1549 (0.0899) 1.1551 (0.0901) -0.0018 (0.0036) 0.3218 NS 

Group 4 1.3116 (0.0653) 1.3292 (0.0674) 0.0007 (0.0022) 0.3757 NS 

Table 5: Difference in sample weights measurd before and after prophylaxis (mean (S.D.), g, n=5).

*: S, statistically significant (paired t-test, p<0.05); NS, not significant, NA, not available.

When prophylaxis was performed using Merssage Re-
gular, which contains large particles and has a relative 
dentin abrasivity (RDA) value of 140–170 (Group 1), 
a significant decrease in surface gloss and a significant 
increase in surface roughness were observed in Shofu 
Block HC, Estelite Block, and IPS Empress CAD, sug-
gesting that using the prophylactic paste produced micro 
scratches.
In daily clinical practice, professional dental prophylaxis 
with a paste containing large particles is followed by a 
prophylactic paste containing small particles to smooth 
and polish the surface. However, when Merssage Re-
gular was used, even the application of Merssage Fine 
with an RDA value of 40–50 failed to restore the surfa-
ce gloss and roughness to the original levels (Group 2). 
In addition, extended cleaning with Merssage Fine had 
no significant effect on the outcome (Group 3). These 
findings suggest that recovery is difficult once the surfa-
ce of restorative materials is roughened. It is difficult to 
remove extensive stains and plaques completely using 
Merssage Fine alone in routine clinical practice. In such 
cases, the concurrent use of Merssage Regular and Fine 
is inevitable. In other words, the use of regular pastes, 

such as Merssage Regular, should be avoided in patients 
who maintain good oral hygiene and keep plaques under 
control. To minimize bacterial retention, mean surface 
roughness (Ra) needs to be ≤ 0.2 µm (21). In this stu-
dy, the mean Ra value of Shofu Block HC was above 
0.2 µm in Groups 1 and 2. This suggests that the use of 
Shofu Block HC in patients with poor oral hygiene may 
facilitate plaque buildup.
In this study, PMTC had no adverse effect on the surface 
texture of Celtra DUO. This means that the second null 
hypothesis was rejected for Shofu Block HC, Estelite 
Block, and IPS Empress CAD, but not for Celtra DUO. 
According to a previous study, Celtra DUO is a strong, 
stiff, hard CAD/CAM restorative material due to its high 
flexural strength, elastic modulus, and Vickers hardness 
values (22). Furthermore, its wear pattern has been re-
ported to be extremely smooth (22,23). We consider that 
these properties have contributed to the maintenance of 
high surface gloss and low surface roughness even after 
prophylaxis in Celtra DUO.
This study investigated the effect of professional den-
tal prophylaxis on the surface gloss and roughness of 
four types of CAD/CAM indirect restorative materials: 
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Shofu Block HC, Estelite Block, IPS Empress CAD, 
and Celtra DUO. Our findings were as follows: (1) Af-
ter mirror finish polishing, baseline surface gloss and 
roughness values were significantly smaller and larger, 
respectively, in Shofu Block HC than in the other three 
materials; and (2) polishing with a prophylactic paste 
significantly reduced surface gloss and increased surface 
roughness in composite resin blocks (Shofu Block HC, 
Estelite Block), whereas relatively small changes in sur-
face texture were observed in Celtra DUO. In addition, 
polishing with a fine paste failed to improve the surface 
gloss or roughness altered by a regular paste containing 
large particles. Due to the development of composite re-
sin materials that are as smooth and shiny as ceramic 
materials, such as Estelite Block, it is difficult to distin-
guish composite resin materials from ceramic materials 
at first glance. Our findings also revealed that the effect 
of professional dental prophylaxis depends on the basic 
composition of ceramics. Therefore, preventive measu-
res should be provided only after fully understanding the 
condition of plaques, teeth, and periodontal tissue, and 
considering the properties of preexisting restorative ma-
terials and prosthetic devices in the oral cavity.
 
References
1. Miyazaki T, Hotta Y, Kunii J, Kuriyama S, Tamaki Y. A review of 
dental CAD/CAM: Current status and future perspectives from 20 
years of experience. Dent Mater J. 2009;28:44-56. 
2. Li RWK, Chow TW, Matinlinna JP. Ceramic dental biomaterials 
and CAD/CAM technology: State of the art. J Prosthodont Res. 
2014;58:208-216. 
3. Patil SS, Rakhewar PS, Limaye PS, Chaudhari NP. A comparative 
evaluation of plaque-removing efficacy of air polishing and rubber-
cup, bristle brush with paste polishing on oral hygiene status: A clini-
cal study. J Int Soc Prev Community Dent. 2015;5:457-462. 
4. Kristoffersson K, Axelsson P, Bratthall D. Effect of a professional 
tooth cleaning program on interdentally localized Streptococcus mu-
tans. Caries Res. 1984;18:385-90. 
5. Bames CM. The science of polishing. Dimen Dent Hyg. 2009;7:18-
22.
6. Salami D, Luz MA. Effect of prophylactic treatments on the super-
ficial roughness of dental tissues and of two esthetic restorative mate-
rials. Pesqui Odontol Bras. 2003;17:63-8. 
7. Gomes HS, Vieira LA, Costa PS, Batista AC, Costa LR. Profes-
sional dental prophylaxis increases salivary cortisol in children with 
dental behavioural management problems: a longitudinal study. BMC 
Oral Health. 2016;16:74. 
8. Koizumi H, Saiki M, Nogawa H, Hiraba H, Okazaki T, Matsumura 
M. Surface roughness and gloss of current CAD/CAM resin composites 
before and after toothbrush abrasion. Dent Mater J. 2015;34:881-7. 
9. Kamonkhantikul K, Arksornnukit M, Lauvahutanon S, Takahashi 
H. Toothbrushing alters the surface roughness and gloss of composite 
resin CAD/CAM blocks. Dent Mater J. 2016;35:225-32. 
10. Kameyama A, Nakazawa T, Haruyama A, Haruyama C, Hosaka 
M, Hirai Y. Influence of finishing/polishing procedures on the surface 
texture of two resin composites. Open Dent J. 2008;2:56-60. 
11. Shembish FA, Tong H, Kaizer M, Janal MN, Thompson VP, Op-
dam NJ, et al. Fatigue resistance of CAD/CAM resin composite molar 
crowns. Dent Mater. 2016;32:499-509. 
12. Albero A, Pascual A, Camps I, Grau-Benitez M. Comparative cha-
racterization of a novel cad-cam polymer-infiltrated-ceramic-network. 
J Clin Exp Dent. 2015;7:e495-e500.  
13. Frankenberger R, Zeilinger I, Krech M, Mörig G, Naumann M, 

Braun A, et al. Stability of endodontically treated teeth with differently 
invasive restorations: Adhesive vs. non-adhesive cusp stabilization. 
Dent Mater. 2015;31:1312-20. 
14. Axelsson P, Lindhe J, Wäseby J. The effect of various plaque con-
trol measures on gingivitis and caries in schoolchildren. Community 
Dent Oral Epidemiol. 1976;4:232-9. 
15. Axelsson P, Nyström B, Lindhe J. The long-term effect of a pla-
que control program on tooth mortality, caries and periodontal disease 
in adults. Results after 30 years of maintenance. J Clin Periodontol. 
2004;31:749-57. 
16. Covey DA, Barnes C, Watanabe H, Johnson WW. Effects of paste-
free prophylaxis polishing cup and various prophylaxis polishing pas-
tes on tooth enamel and restorative materials. Gen Dent. 2011;59:466-
73.
17. Kawamoto R, Gojoubori M, Shibasaki S, Matsuyoshi S, Suzu-
ki S, Hirai K, et al. Influence of different PMTC pastes on surface 
roughness and plaque removal effectiveness. Jpn J Conserv Dent. 
2016;59:402-9.  
18. Miyamura Y. Effectiveness of PMTC applied to patient’s situation. 
J Acad Gnathol Occlusion. 2009;29:88-92.
19. Yap AUJ, Wu SS, Chelvan S, Tan ESF. Effect of the maintenance 
procedures on surface roughness of composite restoratives. Oper Dent. 
2005;30:99-104.
20. Neme AL, Wagner WC, Pink FE, Frazeir KB. The effect of pro-
phylactic polishing pastes and toothbrushing on the surface roughness 
of resin composite materials in vitro. Oper Dent. 2003;28:808-15.
21. Bollen CM, Lambrechts P, Quirynen M. Comparison of surface 
roughness of oral hard materials to the threshold surface roughness 
for bacterial plaque retention: a review of the literature. Dent Mater. 
1997;13:258-69.   
22. Lawson NC, Bansal R, Burgess JO. Wear, strength, modu-
lus and hardness of CAD/CAM restorative materials. Dent Mater. 
2016;32:e275-83. 
23. D’arcangelo C, Vanini L, Rondoni GD, De Angelis F. Wear proper-
ties of dental ceramics and porcelains compared with human enamel. J 
Prosthet Dent. 2016;115:350-5. 

Acknowledgments
This work was partially supported, in part, by JSPS KAKENHI Grant 
Numbers JP 16K20464 and JP17K11715.

Conflict of Interest
The authors have no financial relation to any of the companies whose 
products are included in this article.


